SILVER SPRUCE RESOURCES INC.
SELECTED ASSAYS FROM PINO DE PLATA PROJECT
TAKEN IN MAY 2015

Sample Ag Ag Cu Cu Pb Pb Zn Zn Au

SAMPLE LOCATION SAMPLE # | Weight (kg) g/ton oz/ton g/ton % g/ton % g/ton % g/ton

Santa Elena - Stockpiles 383856 35.88 349]  11.22 840 0.084 8,930 0.893] 21,300 213 0282
Santa Elena - Stockpiles 383857 41.59 216]  6.945 840 0.084 5,180 0518 27,200 272]  0.61
Santa Elena - East Cut 383859 5.31 73| 2347 2,170 0.217 1,310 0.131] 20,200 2.02|  0.063
Santa Elena - East Cut 383868 3.25 42 1.35 300 0.03 630 0.063] 26,100 261  0.038
Santa Elena - West Cut 383872 4.61 140 4501 150 0.015 2,210 0221 2,160 022| 0132
Santa Elena - West Cut 383874 4.24 200] 6334 620 0.062 3,830 0383 1,920 019 0219
Santa Elena - West Cut 383875 8.83 199  6.398 110 0.011 3,890 0.389 510 005 0122
Santa Clara- Outcrop 383883 6.03 308)  9.902 1,150 0.115] 23,400 234 2,310 023 0.117
Terrero - Lower Adit 383884 4.95 403  12.957 520 0.052] 30,200 3.02 1480 015/ 0302
Terrero - Lower Adit 383885 2.99 86|  2.765 80 0008 21,700 2.17 2880 029 0.024
Terrero Mine - Outcrop 383889 2.58 557 17.908 690 0.069 13,950 1.395 540 0.05 0.257
Terrero Mine - Outcrop 383891 3.96 37 1.19 50 0005 12,650 1.265 120 001  0.081
Terrero Mine - Outcrop 383892 5.32 300  9.645 130 0.013] 30,600 3.06 160 002 0047
La Palmita Mine - Outcrop 383893 3.09 318] 10224 250 0.025 7,990 0.799 90 001 o0.168
La Palmita Mine - Outcrop 383894 2.76 188]  6.044 430 0.043 6,520 0.652 70 001  0.096
La Palmita Mine - Outcrop 383895 4.89 264|  8.488 610 0.061 9,520 0.952 520 005 0.104
Theodora -Outcrop 383903 6.25| 553  17.78) 620 |  0.062] 6620  0.662] 660 007 0083
Seripe | -Mine Adit 383905 4.09) 268] 8616 1,520 0152 50,800 | 5.08] 70,800 7.08| 0.07
Roadcut Vein Outcrop 383918 2.36 108]  3.472] 300 | 0.03 6980 |  0.698] 280| 003 0461
Santa Clara - Outcrop 383939 1.04] 103]  3.312] 510 0051 4,400 | 044 2880 0.288] 0.046
Santa Clara? - Quartz Workings 383949 1.9] 394| 12.667] 12,350 1.235] 30,700 | 3.07|  20400| 204] 0304




